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INTISARI 

 

Tinta printer merupakan bahan warna yang sering digunakan untuk mewarnai 

sesuatu diatas permukaan kertas. Pada penelitian ini menggunakan bahan limbah 

cangkang kelapa sawit sebagai bahan utama dikarenakan pemanfaatan cangkang 

kelapa sawit yang masih belum dikenal masyarakat umum. Tujuan dari penelitian 

ini untuk mengetahui pengaruh variasi massa karbon, jenis perekat dan pelarut 

terhadap karakteristik tinta printer yang dihasilkan dan mampu menghasilkan tinta 

printer dengan kualitas yang sesuai dengan SNI. Rancangan percobaan 

menggunakan metode RAL (Rancangan Acak Lengkap) dengan 2 faktor variasi 

massa karbon dan jenis perekat dengan pengulangan 2X. Parameter uji yang 

digunakan adalah kerapatan, viskositas, laju serap, transmitansi, dan kinerja tinta. 

Pada faktor variasi massa karbon menghasilkan berpengaruh nyata pada uji 

kerapatan, viskositas, laju serap, transmitansi, dan kinerja tinta. Lalu pada faktor 

jenis perekat diketahui hasil berpengaruh nyata pada uji kerapatan, viskositas, laju 

serap, transmitansi, dan kinerja tinta. Untuk uji kinerja tinta tampak perbedaan 

yang sangat jelas antara ketiga jenis perekat.  

Kata kunci : Tinta printer, cangkang kelapa sawit,  massa karbon, jenis perekat. 
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ABSTRACT 

 

Printer ink is a color material that is often used to color something on the 

surface of paper. In this study, palm shell waste was used as the main ingredient 

due to the fact that the use of oil palm shells is still unknown to the general public. 

The purpose of this study was to determine the effect of variations in carbon mass, 

type of adhesive and solvent on the characteristics of the printer ink produced and 

to be able to produce printer ink with quality according to SNI. The experimental 

design used the RAL method (Completely Randomized Design) with 2 factors of 

carbon mass variation and type of adhesive with 2X repetition. The test 

parameters used were density, viscosity, absorption rate, transmittance, and ink 

performance. The carbon mass variation factor has a significant effect on the test 

density, viscosity, absorption rate, transmittance, and ink performance. Then on 

the type of adhesive factor it is known that the results have a significant effect on 

the density, viscosity, absorption rate, transmittance, and ink performance tests. 

For ink performance tests, there is a very clear difference between the three types 

of adhesives. 

Keywords : Printer ink, palm shell, carbon mass, type of adhesi


