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PEMANFAATAN TANDAN KOSONG KELAPA SAWIT DAN CANGKANG 

BIJI KARET SEBAGAI BAHAN BAKU BRIKET ARANG DENGAN 

PEREKAT BENTONITE 

 

ABSTRAK 

Tandan kosong kelapa sawit (TKKS) merupakan yang pemanfaatannya tidak 

optimal, salah satu usaha mengatasi masalah TKKS yaitu dengan  pemanfaatan 

TKKS menjadi briket yang memiliki nilai ekologi dan ekonomi yang tinggi. 

Secara ekonomis dan ekologis pemanfaatan TKKS sebagai briket dapat menjadi 

solusi yang baik untuk manajemen industri kelapa sawit yang berkelanjutan 

dimasa depan. Tujuan penelitian ini mengetahui karakteristik briket arang dari 

perbandingan arang TKKS dan cangkang biji karet dengan perekat bentonite. 

Pada penelitian ini menggunakan rancangan percobaan blok lengkap (RBL), 

Dengan dua faktor yaitu perbandingan arang TKKS dengan cangkang biji karet 

ditandai dengan D dan Persentase perekat ditandai dengan P, dilakukan 2 kali 

pengulangan, Pada faktor D terdiri 3 taraf yaitu D1= 50:50, D2= 60:40, D3= 

70:30, pada faktor P terdiri dari 3 taraf yaitu P1= 15%, P2= 20%, P3= 25%, Hasil 

penelitian menunjukan pada analisis kadar air menujukkan rata rata 4,50%, 

analisis kadar abu menunjukkan rata rata 7,90%, analisis laju pembakaran 

menunjukkan rata rata 0,50 g/menit, analisis nilai kalor menunjukkan rata rata 

18,3 Joule/gr, dan analisis kerapatan menunjukkan rata rata 0,73 g/cm3, Dari hasil 

penelitian tersebut dapat disimpulkan bahwa pembuatan arang briket dengan 

bahan TKKS dan cangkang biji karet menggunakan perekat bentonite 

mengandung karakteristik yang baik sesuai dengan SNI No, 1/6235/2000. 

Kata Kunci: briket, cangkang karet, perekat bentonite, tandan kosong kelapa sawit. 
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UTILIZATION OF PALM OIL EMPTY BUTTONS AND RUBBER SEED 

SHELLS AS RAW MATERIALS FOR CHARCOAL BRIQUETS WITH 

BENTONITE ADHESIVES 

 

 

ABSTRACT 

Oil palm empty fruit bunches (EFB) are not optimally utilized, one of the 

efforts to overcome the OPEFB problem is by using OPEFB into briquettes which 

have high ecological and economic value, Economically and ecologically, the use 

of OPEFB as briquettes can be a good solution for sustainable management of the 

palm oil industry in the future. The purpose of this study was to determine the 

characteristics of charcoal briquettes from the comparison of OPEFB charcoal and 

rubber seed shells with bentonite adhesive. In this study using a complete block 

experimental design (RBL), With two factors, namely the ratio of OPEFB charcoal 

to rubber seed shells marked with D and the percentage of adhesive marked with P, 

2 repetitions were carried out, Factor D consists of 3 levels, namely D1 = 50:50, D2 

= 60:40, D3 = 70:30, factor P consists of 3 levels, namely P1 = 15%, P2 = 20%, P3 

= 25%, The results showed that the water content analysis showed an average of 

4,50%, the ash content analysis showed an average of 7,90%, the combustion rate 

analysis showed an average of 0,50 g/minute, the calorific value analysis showed 

an average of 18,3 Joule/ gr, and density analysis showed an average of 0,73 g/cm3, 

From the results of this study it can be concluded that the manufacture of charcoal 

briquettes with OPEFB and rubber seed shells using bentonite adhesive contains 

good characteristics in accordance with SNI No, 1/6235/2000. 

Keywords : briquettes, rubber shells, bentonite adhesive, empty palm oil bunches. 

 

 

 

 


